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	مستخلص البحث


سيتم تحضير بعض اصباغ الازو المشتته والمشتقة من مشتقات 2-امينو ثايوفين  (1-11)  ومركب الجولوليدين . سيتم اولا تحضير مركبات 2-امينو ثايوفين  (1-11)  المستبدلة في موقع 3و4و5 باستخدام تفاعل جيوالد وبعد ذلك سيتم عمل تزاوج لاملاح الديازونيم المتكونه منها مع مركب الجولوليدين لتكوين الاصباغ ( 12  -   22 ).  يتوقع ان تكون الاصباغ بالوان مختلفة بحسب الاستبدال.  سيتم استخدام الاصباغ الناتجة لتلوين بعض المواد البلاستيكية مثل مبلمرات البولي بروبيلين والبولي ستايرين وسيتم تقييم الأداء اللوني. وسيتم قياس المطيافيات لهذه الاصباغ في مذيبات عضوية وفي أغشيه رقيقة من البوليمر.
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	Abstract


The synthesis of some novel heterocyclic azo disperses dyes derived from 3, 4, 5- Subistituted 2-aminothiophne (1-11) and Julilidene will be investigated. First, the azo compounents (12-22) will be prepared using Gewald reaction starting from ketones and the aproperait active methylen compound. Then the diazonium salt formed will be coupled to Julilidene to form the desired dyes. The colour of the dyes is expected to vary from one derivative to another depending on the substitution. The coloring performance of these molecules as disperse dyes for some polymers such as poly propylene, polystyrene, etc. will be assessed. The spectral properties of these dyes will be measured for both solutions and polymeric films. 

